
BS - 183

Panel Replacement

7-25. T Stud Installation

• T stud welding • T stud basic cross section

* Indicates dimensions for reference.

BS-05989

203.4 240.1 240 240 140.1 230.1
(8.01) (9.45) (9.45) (9.45) (5.52) (9.06)

(1)

BS-05990

(2)

(2)(3)

24
(0.94)

BS-05991

14.3
(0.56)

*10
(0.39)

(4)
(5)

(1) φ5.2 mm (0.20 in) hole (for roof 
mole, standard pop rivet hole)

(3) This surface shall be kept flat as it 
becomes the mating face with the 
clip.

(5) Side panel outer

(2) Arc welding for both plate ends (4) Roof panel


